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The formation of silicate/organic hybrid micelles is an important milestone in the two-step
synthesis of mesoporous silica with polyethyleneoxide (PEO) nonionic structure directing
agents (C.R. Chimie 8 (2005) 579). Unlike many inorganic/organic hybrid micelles, these
objects have the inorganic component as a diffuse layer positioned at the periphery of the
initial micelles and interacting with the hydrophilic polyoxyethylene palisade. We studied
how this additional inorganic layer can modify the structure and dynamics of micelles
prepared with different types of nonionic surfactants using steady-state and time-resolved
ﬂuorescence and dynamic light scattering. Our results show that these hybrid micelles still
possess a versatile behavior, which allows them to adapt reversibly to temperature changes.
This silicate layer tends to stabilize and consolidate the micelle structure, especially close to
the cloud point of critical micelle temperature for polypropyleneoxide (PPO)-based triblock
copolymers. Their internal structure is only slightly disturbed by the silicate layer, which
reduces the molecular exchanges a little bit. Among other results, we managed to elucidate
why mesoporous silica prepared with Pluronic P123, according to our synthesis, stands a
dramatic structural change from wormhole to hexagonal structure at 40  C. Our dynamic
light scattering study shows that 40  C is a critical temperature corresponding to a sphereto-rodlike structural transition of hybrid micelles, which is not observed with pure micelles.
© 2016 Académie des sciences. Published by Elsevier Masson SAS. All rights reserved.
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1. Introduction
There is an increasing demand of integration of functionalities in nanomanufacturing of advanced materials.
This leads to a growing trend in creating nanobuilding
blocks with integrated components at the molecular scale.
In this domain, which belongs to integrative chemistry or
syntheses [1e3], the need of intimate interactions between
building blocks becomes more and more expected.
Among the list of potential nanobuilding blocks, hybrid
micelles offer this type of intimate combination of composite nanostructures and speciﬁc interactions at the
mesoscale. Organic hybrid micelles combine amphiphiles
and polymers [4,5], whereas inorganic/organic hybrid micelles are usually made of nanoparticles embedded in
the core of the micelle and wrapped with amphiphiles
[6e10]. We have reported how mesoporous silica can be
synthesized with a ﬁne-tuning of pore size, when nonionic
amphiphilic copolymers are used in combination of a ﬁne
adjustment of the synthesis temperature [11]. This ﬁnetuning of the silica mesostructure is allowed by the intermediary formation of stable silicate/surfactant hybrid micelles [12]. Unlike most of the hybrid organic/inorganic
micelles reported so far, these hybrid micelles have their
inorganic component as a diffuse shell of weakly reticulated
silicate oligomers around the organic core. This diffuse layer
of silicates should confer a higher dynamics to the hybrid
micelles than when nanoparticles are involved. Unlike ionic
surfactants, polyethyleneoxide (PEO)-based diblock copolymer micelles possess speciﬁc properties, because of the
nature of the hydrophilic interactions, with by example, the
cloud point (CP) temperature corresponding to the temperature beyond which the hydrophilic behavior is lost as
a result of the breakage of H-bonds. As the temperature
rises, the PEO chains progressively dehydrate, resulting in
chain stretching, and leading to a reversible micelle size
increasing. Another property of PEO-polypropyleneoxide
(PPO)ebased triblock copolymers is the critical micelle
temperature (CMT), the minimum temperature below
which the PPO chains are not hydrophobic enough.
These hybrid micelles are the fundamental intermediates
of our two-step synthesis pathway, where small changes in
synthesis parameters, especially temperature, can lead to
drastic modiﬁcations of the ﬁnal material [13]. Therefore, the
full description of the structure of these hybrid micelles and
their temperature-dependent dynamics is an important
requirement for the complete understanding of the material

mesostructuring, and a way to explore how different
nonionic templates can direct the formation of different
mesoporous structures. In the present study, we used
temperature-dependent dynamic light scattering (DLS) to
follow the micelle size evolution. Steady-state and timeresolved ﬂuorescence studies were used to probe the internal structure and dynamics of these hybrid micelles and
explore how the presence of the outer silicate shell modiﬁes
these characteristics, compared with pure micelles.
2. Experimental section
2.1. Materials
Except when speciﬁed, all chemicals were purchased
from Sigma Aldrich and used as received. The chemicals
used for the preparation of the hybrid micelles combined a
nonionic surfactant selected among several are as follows:
Tergitol 15S12 (polyoxyethylene (12) pentadecyl ether
CH3(CH2)14(EO)12; d ¼ 0.993; Mw ¼ 740 g; CP ¼ 89), Tergitol
15-S-30
(polyoxyethylene
(30)
pentadecyl
ether
CH3(CH2)14(EO)30; d ¼ 1.055; Mw ¼ 1520 g; CP > 100  C),
Tergitol NP-10 (nonylphenol ethoxylate; d ¼ 1.060,
Mw ¼ 645 g; CP z 63  C), Tween 20 (polyoxyethylene (20)
sorbitan monolaurate; d ¼ 1.095; Mw ¼ 1230 g; CP ¼ 76  C),
Brij 98 (polyoxyethylene (20) oleyl ether; d ¼ 1.070;
Mw ¼ 1150 g; CP > 100  C), Brij 35 (polyoxyethylene (24)
dodecyl ether; d ¼ 1.060; Mw ¼ 1198 g; CP > 100  C),
Pluronic
P123
(triblock
copolymer
(PEO)20e(PPO)70e(PEO)20; d ¼ 1.040; Mw ¼ 5800 g; CP ¼ 90  C), and
tetraethylorthosilicate (TEOS: Si(CH2CH3)4; Mw ¼ 208 g).
The pH of water (deionized water, PALL Cascada IX with
18 MU quality) was adjusted with hydrochloric acid (Fisher
Scientiﬁc) at pH 2. Fluorescence studies used tetrahydrofuran (Caledon) and pyrene.
2.2. Sample preparation
Silica hybrid micelles were prepared by ﬁrst dissolving
the surfactant into a solution of hydrochloric acid diluted to
pH 2 under magnetic stirring. After full dissolution of the
surfactant, TEOS was added at room temperature to the
solution dropwise under stirring at 500 rpm. The solution
turned cloudy upon immediate addition of the TEOS. The
solution remained under stirring until it turned clear
within 10 min, as a result of TEOS hydrolysis [12]. The
concentration of surfactant was kept constant at 20 mM.
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For DLS studies, the concentration in TEOS was set to
200 mM (TEOS/surf. ¼ 10) or 400 mM (TEOS/surf. ¼ 20).
Samples are referred in the following as X/DLS/N
(X ¼ surfactant name, N ¼ TEOS/surf.).
Only Tergitol 15S12 was used for the steady-state ﬂuorescence studies, with a concentration in TEOS set to
100 mM (TEOS/surf. ¼ 5), 200 mM (TEOS/surf. ¼ 10), or
300 mM (TEOS/surf. ¼ 15). For steady-state ﬂuorescence
analysis, each of these initial solutions was diluted with
water at pH 2 to produce series of samples at different
concentrations with a given TEOS/surf. ratio. Samples
(10 mL) were prepared with each sample diluted at the
following concentrations in surfactant: 0.04, 0.047, 0.062,
0.10, 0.12, 0.14, 0.18, 0.21, 0.28, and 0.84 mM. As the amount
of pyrene to be added is very small, pyrene was dissolved in
tetrahydrofuran (THF) and diluted until an absorbance of
approximately 0.2 was reached. This solution (0.5 g) was
evaporated, and the diluted solutions of silica hybrid
micelle were then poured into the vial containing the
pyrene after evaporation of THF. The solutions were left
under shaking for 3 h. Samples for the steady-state ﬂuorescence studies are referred in the following as T15S12/
FSS/N/c (N ¼ TEOS/surf., c ¼ surf. concentration in mM).
Samples for the time-resolved ﬂuorescence studies are
referred in the following as T15S12/FLT/N/c (X ¼ surfactant
name, N ¼ TEOS/surf., c ¼ concentration in mM). Samples
for time-resolved ﬂuorescence analysis were prepared with
each initial TEOS/surf. ratio (T15S12/FLT/N/0.52, N ¼ 0, 5, 10,
15), and diluted with water (pH 2) to a surfactant concentration of 0.52 mM. A 0.13 mM solution of pyrene in THF was
prepared (absorbance 5.0). Increasing amounts (0.083,
0.166, 0.249, 0.332, 0.498, and 0.664 g) of this solution were
evaporated, and the dried pyrene was mixed with the solutions of silica hybrid micelle by pouring these solutions
into the vial containing the pyrene. These solutions were left
under shaking for 3 h.
2.3. Methods
The size of surfactant micelles and silica hybrid micelles
was measured by DLS with a Vasco DLS (Cordouan Technology). The diffusion coefﬁcient of micelles was measured,
and the hydrodynamic diameter was deduced using the
StokeseEinstein equation

D¼

kB T
3phDh

(1)

where D is the diffusion coefﬁcient, h the viscosity of the
solution, T the temperature, kB the Boltzmann constant, and
Dh the hydrodynamic diameter. A 65 mW monomode red
laser (l ¼ 658 nm) with variable intensity was used. Measurements were conducted at various temperatures (from
15 to 65  C inclusive at 10  C intervals) with the detector set
at 135 . The experimental parameters (sampling time and
number of channels) were adjusted for each sample to
obtain the entire autocorrelation function. Final values reported result from a statistical analysis with 10 recordings
performed at each temperature. In Figs. 1e5, the ﬁlled
marks correspond to the average value resulting from the
10 individual recordings, and unﬁlled marks correspond to
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values for each individual recording. The two models used
to ﬁt the autocorrelation function were a single size
eLaplace ﬁt. The autocorrelation
cumulant ﬁt and a Pade
function for every single scan was ﬁtted with the multisize
eLaplace ﬁtting model [14] to check the existence of
Pade
any polydispersity. Single size results were obtained for all
samples. For every sample, the statistical size distribution
was deduced from sizes obtained for every single scan, and
the average value was deduced from this size distribution.
Steady-state ﬂuorescence measurements were carried
out to obtain the ﬂuorescence spectra of the loaded silica
hybrid micelles with a Photon Technology International
(PTI) LS-100 steady-state ﬂuorometer equipped with an
Ushio UXL-75Xe xenon arc lamp and a Photon Technology
International 814 photomultiplier detection system.
Steady-state ﬂuorescence measurements were used to
measure the IE/IM ratio of the ﬂuorescence intensity of the
excimer (IE) over that of the monomer (IM) to determine the
critical micelle concentration (CMC). Fig. S1 (see Electronic
Supplementary data) displays the normalized ﬂuorescence
spectra for the different surfactant concentrations. The IM
value was determined from the average intensity between
368 and 374 nm, and the IE value was determined from the
average intensity between 500 and 530 nm.
Fluorescence decays were acquired with an IBH timeresolved ﬂuorometer ﬁtted with a 340 nano-LED light
source. The pyrene solutions were excited at 338 nm, and
the ﬂuorescence emission was monitored at 370 nm with a
365 nm cutoff ﬁlter to minimize stray light scattering from
reaching the detector. Background and light scattering
corrections were applied to ﬁt the ﬂuorescence decays with
Eq. (2).



½Py*ðtÞ ¼ ½Py*ðt¼0Þ  exp  t=tM  〈n〉 1  exp  kq t
(2)
In Eq. (2), [Py*](t) is the time-dependent concentration
of excited pyrenes, [Py*](t ¼ 0) is the initial concentration of
excited pyrene, tPy is the natural lifetime of the excited
pyrene, 〈n〉 is the average number of pyrenes per micelle,
and kq is the excimer formation rate constant for a micelle
containing one excited pyrene and one ground-state pyrene. The ﬁtting routine ﬁtted the decays by optimizing the
parameters tPy, 〈n〉, and kq whose values have been reported in Table S1. A plot of 〈n〉 as a function of pyrene
concentration yielded good straight lines whose slopes
were calculated to determine the aggregation number of
the micelles (Nagg) according to Eq. (3), where CMC is of the
surfactant.

Nagg ¼ slope  ð½surfactant  CMCÞ

(3)

3. Results and discussion
3.1. Stability of hybrid micelles
The steady-state ﬂuorescence analysis of pyrene dissolved into the silicate hybrid micelles conﬁrms that
neither the CMC nor the micelle structure is affected
overall, upon addition of silicate.
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We added pyrene to a series of T15S12/FSS/N/c
(N ¼ TEOS/surf.: 0, 5, 10, 15, c ¼ [surf.]: 0.04e0.84 mM)
silica hybrid micelles to determine the inﬂuence of the
silicate palisade on the CMC. This value was quantiﬁed by
plotting the IE/IM ratio as a function of surfactant concentration (Fig. S1). This ratio is expected to increase with the
surfactant concentration up to the CMC and decrease
beyond it. Excimers are generated only when micelles are
present in small numbers that can concentrate the few
pyrene molecules in the solution. As the surfactant concentration reaches the CMC, the quantity of micelles able to
host pyrene molecules increases and a maximum IE/IM ratio
is reached around the CMC. As the surfactant concentration
increases past the CMC, the IE/IM ratio begins to decrease
because of the increasing dilution of available pyrene
molecules within an increasing number of micelles, which
hampers the formation of excimers. As a result, the surfactant concentration at the IE/IM peak maximum deﬁnes
the CMC.
Fig. 1 is a plot of the IE/IM ratio as a function of the
surfactant concentration, for different values of N (TEOS/
surf.). The maximum IE/IM value is observed for the surfactant alone at [surf.] ¼ CMC ¼ 0.11 mM. The IE/IM ratio
passed through a maximum at the same surfactant concentration of 0.12 mM for the silicate hybrid micelles
regardless of the amount of TEOS present. This similar
value indicates that the presence of the silicate layer has
little effect on the ability of pyrene to form excimer in the
silica hybrid micelles and form excimers. It also suggests
that the viscosity of the environment probed by pyrene is
little affected by the amount of TEOS in the solution. The
silicate outer shell forms a permeable layer, which does not
affect the accessibility of the solvent to the micelles, and
does not create any speciﬁc constraint onto the micelle
itself.
We calculated also the I1/I3 ratio deduced from peak
intensities at 370 and 382 nm, respectively (Fig. S2). A plot
of the I1/I3 ratio as a function of surfactant concentration is
displayed in Fig. 2 for different values of N. Changes in the
I1/I3 ratio reﬂect changes in the polarity of the environment
probed by pyrene (I1/I3 varies from 1.87 from water to 0.66
in cyclohexane) [15]. The I1/I3 ratio decreases as the concentration in surfactant increases up to a 0.11 mM

Fig. 1. IE/IM ratio at various TEOS/surfactant ratios.

Fig. 2. I1/I3 ratios calculated for T15S12/FSS/N/c series for all concentrations.

concentration beyond which the I1/I3 ratio remains constant The results demonstrate that more pyrene molecules,
initially dissolved in water (the polar environment), enter
the micelle (the nonpolar hydrophobic environment) as the
surfactant concentration increases. For a concentration of
0.11 mM, all pyrene has entered the core of the micelles.
Here again, we observe that the presence of the silicate
layer (N ¼ 5, 10, 15) does not modify the trend observed
with pure micelles. This means that the presence of the
silicate shell affects neither the diffusive incorporation of
pyrene from water into the micellar core nor the local polarity of the micellar core probed by pyrene.
3.2. Structure and intermicellar interactions
We studied how the presence of the silicate outer shell
can modify the aggregation number of surfactant molecules in the silica hybrid micelles compared with pure
micelles. Within experimental error, the time-resolved
ﬂuorescence measurements demonstrate that the aggregation number of surfactant molecules is not affected by
the presence of silicates. For T15-S-12/0/0.52 (see Table S1),
an aggregation number of 69 ± 2 was obtained for the
surfactant alone. With the addition of silicate, the aggregation number equaled 71 (±2), 77 (±2), and 74 (±3) for N
values of 5, 10, 15, respectively. The rate constant of excimer
formation decreased slightly in the presence of TEOS taking
values of 1.09 (±0.04), 0.91 (±0.05), 1.00 (±0.04), and 0.89
(±0.05)  107 s1 for N values of 0, 5, 10, and 15, respectively. Similarly, the natural lifetime of pyrene took a
slightly larger value in the presence of TEOS, tM being equal
to 186 (±5), 205 (±14), 197 (±9), and 214 (±11) ns for N
values of 0, 5, 10, and 15, respectively. These results are
internally consistent. The slightly lower aggregation number, faster kinetics of pyrene excimer formation in the micelles, and shorter pyrene lifetime for the surfactant
without TEOS compared with the hybrid micelles must be a
result of the loose interactions that take place between the
surfactant and TEOS. The hybrid micelles are slightly larger,
thus reducing the rate constant of excimer formation,
which is inversely proportional to the micellar volume and
increase the pyrene lifetime by minimizing pyrene contacts
with water.
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3.3. Temperature-dependent dynamics of hybrid micelles
DLS results demonstrate that the presence of the silicate
shell can affect in different ways the temperaturedependent evolution of the hybrid micelles, which mostly
depends on the concentration in silicate, and the nature of
copolymer. All samples are named according to the X/DLS/
N nomenclature, with X being the surfactant name, and N
the TEOS over surfactant molar ratio being equal either to
10 or 20. DLS measurements were done by progressively
increasing the temperature in the measurement chamber
from 15 to 65  C and then cooling down. When possible, the
statistical analysis (10 runs, ﬁnal result averaged) was
conducted.
Fig. 3a and b shows the size evolution for T15S12/DLS/10
and T15S12/DLS/20, respectively, as a function of temperature. The hydrodynamic diameter of pure Tergitol 15S12,
combining a PEO and a linear alkyl chain, varies linearly
and reversibly from 8 to 18 nm as the temperature varies
from 15 to 65  C. Hybrid micelles prepared with a TEOS/
surfactant ratio of 10 (T15S12/DLS/10) show a similar linear
temperature dependent evolution, only shifted to larger
sizes (10e20 nm) (Fig. 3a). As the silicate shell increases
(T15S12/DLS/20) (Fig. 3b), a similar size evolution is still
observed (11e14 nm) within a narrower size range, probably as a result of higher conﬁnement. These results show
that hybrid micelles made with an outer diffuse shell of
silicates interacting with the hydrophilic PEO palisade
present the same dynamic behavior than pure micelles,
with a reversible temperature-induced adaptive size.
Similar analyses with long alkyl chain nonionic PEO
surfactants (Brij 98: 20 EO; Brij 35: 24 EO; Tergitol 15S30:
30 EO) are reported in Fig. S3. Compared with Tergitol
15S12 (12 EO), the temperature-induced size evolution
follows the same trend, with some ﬂuctuations, when
temperature increases. It is worth noticing that upon
cooling, the same linear trend is observed for all surfactants. It seems from these results that the additional silicate
shell consolidates the micelle structure, the ﬁrst temperature ramp being used as an “annealing” mechanism.

5

We carried out the same type of analyses with hybrid
micelles made with an aryl-alkyl-PEO surfactant (Tergitol
NP-10) (Fig. 4a and b). This analysis reveals another
important feature of silicate hybrid micelles, compared
with pure surfactants. Tergitol NP-10 has a CP temperature
in the 60e70  C temperature range. We observe, as expected, that the hydrodynamic diameter of pure Tergitol
NP-10 micelles increases drastically with temperature as
the temperature comes closer to the CP (10e40 nm between 15 and 65  C). The same temperature-induced size
evolution as for hybrid micelles prepared with Tergitol
15S12 (Fig. 3) is also observed for the hybrid micelles prepared with Tergitol NP-10 (Fig. 4). However, the contribution of silicate oligomers on this temperature-dependent
size evolution is dramatically enhanced at high temperature compared with the pure surfactant micelles (25 nm for
hybrid micelles vs 40 nm for pure micelles). In this case, the
silicate oligomers provide an additional contribution,
which reinforces the micelle structure as it comes near the
CP. These results show that the hybrid micelles made with
Tergitol NP-10 still display the adaptive behavior to temperature, observed with others nonionic surfactants, but
with a size evolution less sensitive to the dehydration of EO
groups than for pure surfactants micelles. It is difﬁcult for
now to discriminate between the two possible hypotheses:
(1) the silicate shell conﬁnes the internal hydrophilic palisade and controls the size evolution, and/or (2) the presence of silicates within the hydrophilic PEO shell keeps
water molecules in their vicinity, which reduces the
temperature-induced dehydration of PEO chains.
For another class of copolymers tested in this study
(Tween 20) (Fig. 4c and d), we observe the same evolution
with temperature. Unlike Tergitol 15S12, the temperature
evolution of the micelle size is limited: 10e15 nm from 15
to 65  C, and silicate hybrid micelles show the same limited
evolution.
One of the most interesting results is obtained with the
Pluronic P123 copolymer (Fig. 5). First, we observe that the
size of hybrid micelles is smaller than the size of pure micelles. Pluronic P123 is a PEOePPOePEO triblock

Fig. 3. Temperature evolution of the hydrodynamic diameter for pure Tergitol 15S12 micelles (ﬁlled circles), and hybrid micelles upon heating (down triangles)
and cooling (up triangles) for (a) T15S12/DLS/10 and (b) T15S12/DLS/20 (lines are for visual help).
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Fig. 4. Temperature evolution of the hydrodynamic diameter for an alkyl-aryl-PEO surfactant (Tergitol NP-10) and a sorbitan monolaurate (Tween 20) (pure
micelles, ﬁlled circles; hybrid micelles upon heating, down triangles; hybrid micelles upon cooling, up triangles) and different TEOS/surf. molar ratios (10 and 20):
(a) TNP-10/DLS/10, (b) TNP-10/DLS/20, (c) Tween 20/DLS/10, (b) Tween 20/DLS/20 (lines are for visual help).

copolymer, with a CMT in the 15  C range. At low temperature, copolymers are still rather hydrophilic and illdeﬁned aggregates are expected, as observed here. When
temperature increases (25  C), PPO chains become more

hydrophobic, and the actual self-assembly mechanism can
take place, giving well-deﬁned mesoscopic objects. We can
conﬁrm this trend by just comparing the dispersion of individual measurements at 15 (broad distribution) and 25  C

Fig. 5. Temperature evolution of the hydrodynamic diameter for pure Tergitol 15S12 micelles (ﬁlled circles), and hybrid micelles upon heating (down triangles)
and cooling (up triangles) for (a) T15S12/DLS/10 and (b) T15S12/DLS/20 (lines are for visual help).
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Fig. 6. SEM micrographs of mesoporous silica (calcined) prepared with Pluronic P123 at different temperatures: (a) 25, (b) 35, (c) 45, and (d) 55  C.

(narrow distribution). As the temperature increases, the
average size of pure micelles remains rather constant between 25 and 65  C. It appears that the reduced size
observed for hybrid micelles, at lower temperature, is still a
proof of the structuring inﬂuence of the silicate shell,
compared with pure micelles: the hybrid micelles are
better deﬁned with silicates than without, and this effect is
still more important with a larger amount of silicate (P123/
DLS/20).
Beyond this structuring effect, the temperaturedependent evolution is here again inﬂuenced by the presence of silicates. Without silicate, the size of the pure
micelle remains quite constant, around 20 nm between 25
and 65  C. In presence of silicate, the micelle size tends to
increase, and this effect is proportional to the silicate
amount (Fig. 5b). We report in Fig. 6 the scanning electron
microscopy (SEM) observation of mesoporous silica prepared at different temperatures with Pluronic P123 [13].
The 35e45  C synthesis temperature range is a critical
domain where the shape of particle and their porous
framework changes drastically: below it, mesoporous
wormhole silica is obtained with a pore size ranging from 2
to 3 nm. At 40  C, a major shape restructuring is obtained,
with rodlike particles being obtained, and internal hexagonal mesopores (9 nm) being aligned as a honeycomb along
the particle main axis. Finally, above 50  C, an amorphous
silica framework is obtained, but with a larger and broader
pore size distribution. The current DLS analyses conﬁrm
that the silicate hybrid micelles prepared with the Pluronic
P123 triblock copolymer stand a major structural change at
40  C (Fig. 5b). DLS gives only an equivalent hydrodynamic

diameter, but we propose that a major contribution to this
apparent size increase is relevant to a sphere-to-rodlike
micelle transition, allowed by the presence of silicate,
which would explain the isotropic-to-hexagonal transition
observed with mesoporous silica at this temperature.
4. Conclusions
Compared with any other synthesis of mesoporous
silica, our two-step synthesis involves the intermediate
formation of stable silicate hybrid micelles, where silicate
oligomers form a diffuse outer shell interacting with the
PEO chains of nonionic surfactants [12]. Unlike other
inorganiceorganic hybrid micelles reported in the literature, these objects display a similar structure and dynamics than pure micelles. Steady-state ﬂuorescence
studies show that the internal structure of the micelle
remains unchanged (viscosity, internal polarity). Lifetime
ﬂuorescence measurements show that the aggregation
number is slightly increased with the silicate shell and
that the exchange between micelles is also reduced,
compared with pure micelles. DLS analyses reveal ﬁrst
that the hybrid micelles display the same dynamics when
exposed to temperature variation, than pure micelles. In
addition, the presence of a silicate shell tends to reinforce
the micelle structure, either at high temperature, close to
the CP transition, or at lower temperature (for copolymers
with a CMT). Finally, the DLS study of hybrid micelles
prepared with Pluronic P123 allowed us to explain the
dramatic structural transition observed in the preparation
of mesoporous silica, and we ascribed it to a sphere-to-rod
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geometry change of the hybrid micelles, before silica
condensation.
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